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Ochre, consequence of acid mine drainage (AMD), is iron oxides-rich soil pigments that
can be found in the water drainage from historic base metal and coal mines. The anaerobic
strains of Geobacter sulfurreducens and Shewanella denitrificans were used for the
microbial reduction of iron from samples of ochre collected from Skelton Beck (Saltburn
Orange River, NZ 66738 21588) in Northeast England. The aim of the research was to
determine the ability of the two anaerobic bacteria to reduce the iron present in ochre
and to determine the rate of the reduction process. The physico-chemical changes in
the ochre sample after the microbial reduction process were observed by the production
of zero-valent iron which was later confirmed by the detection of elemental Fe in XRD
spectrum. The X-Ray fluorescence (XRF) results revealed that 69.16 and 84.82% of iron
oxide can be reduced using G. sulfurreducens and S. denitrificans respectively after
8 days of incubation. These results could provide the basis for the development of a
biohydrometallurgical process for the production of elemental iron from ochre sediments.
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INTRODUCTION
Water seepage from old ironstone mine workings into Skelton
Beck is caused by rising ground-water levels from the old
Longacre Pit in Skelton, which is choked with iron ochre. The
iron deposits have colored the beck red and threaten wildlife.
Government agencies worldwide often face challenges toward
remediation of water contaminated by historical mining activities
(Mayes et al., 2009).

Acid Mine Drainage (AMD) is one of the most challenging
environmental problems faced today due to historic mine activ-
ities. Looking at the mining history it has been stated that a total
of about 1150 million tons of heavy metals have been mined since
the Stone Age (Sheoran and Sheoran, 2006; Simpson et al., 2014).
The typical characteristic of AMD is the significantly low pH and
high concentration of heavy metals (Engleman and McDiffett,
1996). This problem results from the microbial oxidation of iron
pyrite in the presence of water and air generating acidic leachates
containing toxic metal ions and sulfates (Mohan and Chander,
2006).

The oxidation of iron disulfides (pyrite) occurs in the begin-
ning, this oxidation reaction may release ferrous iron, sulfate
and H+ in the aqueous solution (Reaction 1). Ferrous iron is
simultaneously oxidized to the ferric form (Reaction 2), which
is hydrolyzed and ferric hydroxide is generated.

2FeS2(Pyrite) + 7O2 + 2H2O → 2Fe2+ (ferrous iron)

+4SO2
4(Sulfate) + 4H+(acid) (1)

4Fe2+ + O2 + 4H+ → 4Fe3+ + 2H2O (2)

Komnitsas and Pooley (1990) reported acceleration of
pyrite oxidation by bacterially generated ferric iron. Other

microorganisms like Thiobacillus ferrooxidans derive energy from
the oxidation of ferrous to ferric iron (Cheng et al., 2009).

FeS2 + 14Fe3+ + 8H2O → 15Fe2+ + 2SO2-
4 + 16H+ (3)

Thus, it can be observed that eventually SO2−
4 concentration is

increased (Reaction 3) and the pH is decreased due to the iron
disulfide dissolution. Although the reactions causing oxidation of
pyrite and formation of AMD occur in an abiotic environment,
lithotrophic microbes can be helpful to accelerate this process
(Komnitsas and Pooley, 1990; Mayo et al., 2000; Cheng et al.,
2009).

One of the consequences of AMD is the formation of ochre.
It has been reported that the term “ochre” is used for materi-
als having iron or iron–rich ore minerals in the range of 3–30%
which are found in the water drainage from coal and other mines
(Popelka-Filcoff et al., 2008). The main chromophores respon-
sible for the red and yellow pigments are hematite (α-Fe2O3)
and goethite [FeO(OH)] respectively (Gil et al., 2008). At high
Fe(III) and sulfate concentrations and low pH jarosite, capable of
adsorbing several other heavy metals present in AMD, is formed
(Komnitsas et al., 1995).

The objective of the study is to develop a sustainable proce-
dure to extract elemental iron from the naturally prevailing and
hazardous ochre. The water in Skelton Beck is regarded as harm-
ful to human and aquatic lives and had been a matter of concern
since 1866, the evidence of which can be found in the papers pub-
lished in “The Lancet” (Rapp et al., 1866). This is the first attempt
of its kind to develop a microbial treatment process for the ochre
in its natural environment, which will make the procedure more
promising and reliable.
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MATERIALS AND METHODS
PREPARATION OF OCHRE SAMPLES
The ochre sample was collected from Skelton Beck river bed,
receiving acid mine discharge. Prior to the experiment, the ochre
sample was pre-dried in an oven at 40◦C for 12 h. The dried sam-
ple was slowly grinded to obtain fine powder (<10 μm), which
was then sieved manually with the help of sieve with apertures of
500 μm and stored in refrigerator for further use. The Scanning
electron microscope (SEM) image of the fresh ochre is presented
in Figure 1. Some agglomeration as a result of drying was noticed.

PRE-CULTURE OF THE TWO BACTERIAL STRAINS TO PREPARE
BIOMASS FOR INOCULATION
Anaerobic bacterial strains used were Geobacter sulfurreducens
(DSM 12127) and Shewanella denitrificans (DSM 15014). The
strains were selected based on their ability to solubilize minerals
(Table 1). Sterile nutrient broth (CM0001, Oxoid, UK) was used
as medium for G. sulfurreducens (GS) and S. denitrificans (SD). It
was prepared with de-ionized water for GS and filtered sea water
for SD respectively. Abiotic and biotic controls were maintained
for both the cultures. 10 mL of inoculum (48 h growth) was inoc-
ulated in 90 mL nutrient broth and complete anaerobic condition

was maintained in Drechsler bottle by replacing nitrogen gas,
which was confirmed with the help of the risazurine anaerobic
indicator (BR0055, Oxoid, UK) and 5% air dried ochre was
used in the experiment. Both of the cultures were sub-cultured
for 48 h. The bacterial growth was measured using UV visible
spectrophotometer (Camspec model: M550) at absorbance of
600 nm.

PREPARATION OF SAMPLES FOR ANALYSIS
The sub-cultured microorganisms were inoculated in nutrient
broth with ochre and were incubated for 8 days in anaerobic
condition. The culture was monitored at regular time intervals
(2 days) to assess the rate of iron synthesis from ochre by both
the strains. For the analysis of solid residues, the culture broth
with ochre was transferred to centrifuge tubes. The centrifuga-
tion was carried out at 10,000 rpm for 10 min at 4◦C. Absolute
ethanol was added to the pellet thus to sterilize any organisms left
and was allowed to dry by placing in the vacuum oven at 64◦C
for 12 h. When the pellet was completely dried, it was homoge-
nized with the help of mortar and pestle until a fine powder was
formed, which was then analyzed by X-Ray powder diffraction
(XRD), X-Ray fluorescence (XRF), and SEM.

FIGURE 1 | Particle morphology of fresh ochre under scanning electron microscope.

Table 1 | Ability of Geobacter and Shewenella species to solubilize minerals (Kato and Nogi, 2001; Uroz et al., 2009).

Microorganism Type of microorganism Natural Habitat Mechanism involved Origin of microorganism

Geobacter spp δ-Proteobacteria Sub-surface areas Iron [reduction of Fe(III)] Sediment

Shewenella spp γ-Proteobacteria Deep sea water Smectite, Anoxic sediment

Iron [reduction of Fe(III)],

Calcite, dolomite
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CHEMICAL ANALYSIS (XRF)
The dried sample was used for the analysis. The XRF analysis
was carried out at 30 kV and 150 μA using Eagle III Micro-XRF.
Vacuum was maintained inside the XRF for the entire sample
analysis. The spectrum was collected after 300 scans of 0.5 mm
diameter of the sample.

X-RAY DIFFRACTION ANALYSIS
The XRD was carried out for all the powdered form of the reduced
samples using Cu Kα target. For each sample, the scanning time
was set for 50 min with graphical axis range from minimum of
2θ = 20◦ to maximum of 70◦. The peak intensity and the peak
position for all the samples after the X-ray scanning were obtained
and thus used for identifying the different forms of iron present
in the sample.

SEM-EDX ANALYSIS
The samples were prepared by mounting 10 mg of each reduced
sample on aluminum sample holder using double sided tape.
These holders were coated with thin film of carbon. Once inside
the SEM, random vertical and lateral movements around the
microscope stage was carried out to select the appropriate image
of the compound present. Then energy dispersive X-ray analy-
sis (EDX) was used to determine the chemical composition of the
selected area. The sample was studied by comparing four different
spectrums of the area of interest within the sample, to minimize
error.

FIGURE 2 | Drechsler bottles showing no distinct color change across

all treatments until the second day of incubation. GS, G.
sulfurreducens; SD, S. denitrificans.

RESULTS AND DISCUSSION
GROWTH STUDY
The bacterial growth was monitored using UV visible
spectrophotometer at the absorbance of 600 nm. The opti-
cal densities of the inocula were 0.927 and 1.753 for GS and for
SD respectively. These measurements were used to set-up the
experiments.

FIGURE 3 | Gradual change in the color of the bottles with increasing

incubation period (Inoculated with GS).

FIGURE 4 | Gradual change in the color of the bottles with increasing

incubation period (Inoculated with SD).
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PHYSICO-CHEMICAL OBSERVATION
After obtaining complete anaerobic conditions inside the
Drechsler bottles, they were incubated at 30◦C in an incubator.
As seen in Figure 2, no distinct change in the color of the samples
was observed until the second day of incubation. Then gradual
change in the color of the liquid was observed as the incuba-
tion time increased (Figure 3 for GS and Figure 4 for SD). It
can clearly be seen from the image that the change in color of
the experimental samples inoculated with the SD is more dis-
tinct than the samples inoculated with GS. The SD shows distinct
black color within the 6 days of incubation whereas the sam-
ple inoculated with GS showed only slight change in the color.
Close observation showed that the black color particle settled
to the bottom of the flask and the liquid showed opaque light
black color, however slight shaking of the flask displayed uni-
form distinct black color. This change in the color could be
related to the reduction of the iron oxide present in the ochre
to elemental iron. Similar observations were reported earlier. For
instance Sun et al. (2006) reported that color of an ochre sample
changed to distinct black due to the formation of iron nanopar-
ticles in colloidal form. Furthermore, the bottles incubated for
more than 1 week showed a very distinct and dark black color
for both the strains. This change in the color was maintained
throughout the 8 days possibly due to the absence of any reverse
reaction.

The color of the biotic control before incubation was yellow,
identical to the ochre color, but as incubation time increased,
its color changed gradually to black (Figure 5). This showed that
some indigenous microorganisms present in the ochre were able
to bring some biotic change in the ochre in the presence of
nutrient broth. Acidophilic microorganisms are reported to be
found in these types of extreme environment such as the ochre
(Johnson, 1998). Moreover, similar change in the color of sam-
ple observed only in biotic controls and no change in the abiotic

control (Figure 5) proves that the reduction process is completely
a biotic process. Absence of color changes in the abiotic control
could be due to absence of microorganisms and therefore reduc-
tion process could not be initiated and it remained unchanged for
the entire 8 days of incubation. Studies have shown that iron oxide
is present in all types of ochre. But the variation in their colors can
be explained by their composition. Table 2 shows a clear relation
between color of ochre and the concentration of iron oxides in the
sample (Elias et al., 2006).

EFFECT ON pH
The pH of supernatant in the treated samples was found to be 7.8
for GS and 7.2 for SD. The pH of both the strains was noticed
to decrease during incubation. A similar effect was observed by
Sun et al. (2006). Decrease in pH values were observed after the
reduction of ochre to elemental iron, due to the generation of pro-
tons. This reduction can be described by the following reaction,
illustrating the generation of acidity:

4FeOOH + CH3CH(OH)COO− → 4Fe

+3HCO3− + 2H2O + 2H+ (4)

Table 2 | Relationship between color of ochre and its composition

(Elias et al., 2006).

Ochre Presence of hematite Presence of

geothite

Variation in α

co-ordinate

(redness)

Red Yes (>80%) – 24.6–43

Yellow – Yes 4.4–17.3

Orange Yes Yes 19.5–34.8

FIGURE 5 | Biotic and abiotic controls after 8 days of incubation.
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FIGURE 6 | XRD pattern of ochre sample reduced by GS. (A) After 2 days of incubation. (B) After 8 days of incubation.

FIGURE 7 | XRD pattern of ochre sample reduced by SD. (A) After 2 days of incubation. (B) After 8 days of incubation.

Table 3 | Elemental composition of ochre samples treated with GS

and SD and control samples, as determined using XRF analysis.

Reduced by Incubation Weight (%)

(days) Fe Ca Cl Si

G. sulfurreducens 2 67.38 12.73 13.45 6.44

G. sulfurreducens 4 67.52 15.62 10.22 6.33

G. sulfurreducens 6 69.16 13.77 11.35 5.73

G. sulfurreducens 8 69.16 13.77 11.35 5.73

S. denitrificans 2 65.01 12.37 15.63 6.99

S. denitrificans 4 76.52 3.86 6.19 13.44

S. denitrificans 6 84.74 5.65 7.63 1.98

S. denitrificans 8 84.82 5.83 7.43 1.92

Abiotic control
(distilled water)

8 71.73 – 28.27 –

Abiotic control (sea
water)

8 56.51 – 43.49 –

Biotic control
(distilled water)

8 62.82 7.60 29.59 –

Biotic control (sea
water)

8 21.77 6.05 36.57 –

XRD PATTERN FOR THE TREATED SAMPLES
The pattern of peaks of all the samples incubated with GS were
similar to some extent but differed in the number of phases
for any particular compound. For the sample inoculated with
GS (Figures 6A,B) the XRD spectrum indicates some degree
of amorphicity in the pattern and also shows the presence
of Geothite (iron oxyhydroxide—FeO(OH). The phase of the
goethite found was the hydrated goethite. Previous studies have

Table 4 | Results of EDX-SEM analyses for the ochre sample treated

with GS.

Spectrum In stats. C Si Cl Ca Fe O Total

1 Yes 13.82 1.03 0.23 1.35 35.01 48.56 100.00

2 Yes 14.02 0.90 0.36 1.21 34.72 48.80 100.00

3 Yes 14.41 0.77 0.37 1.23 33.79 49.43 100.00

4 Yes 12.88 0.84 0.19 1.45 37.92 46.71 100.00

Mean 13.78 0.88 0.29 1.31 35.36 48.38 100.00

Std. Dev. 0.65 0.11 0.09 0.11 1.79 1.17

Max. 14.41 1.03 0.37 1.45 37.92 49.43

Min. 12.88 0.77 0.19 1.21 33.79 46.71

demonstrated that at certain conditions amorphous iron(III)
hydroxide are transformed to crystalline iron oxides and oxyhy-
droxides, such as α-Fe2O3 and α-FeOOH (Krehula and Music,
2008).

From the XRD spectra presented in Figures 6, 7, it can be
observed that all the samples contain goethite (α-FeOOH) as
major iron phase and elemental iron, FeO, as a secondary crys-
talline phase. The variation in the intensity of peaks can be related
to the total incubation period of the samples, and the type of the
microbial strain inoculated. A distinct peak with very high inten-
sity was observed in all the samples inoculated with SD, but it was
not present in the XRD pattern of the samples inoculated with GS.
This distinct peak was observed at about 2θ = 31.90◦, which does
not fall under any type of iron oxides, but it can be attributed to
the mineral siderite, FeCO3, which is a usual bioreduction prod-
uct of iron hydroxides (Fredrikson et al., 1998). The patterns of
peaks for all the samples inoculated with SD are found to be rather
identical to each other, though they differ in intensity. The sample
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inoculated with SD (Figures 7A,B) show distinctly different peaks
than those obtained from GS.

XRF ANALYSIS OF TREATED SAMPLES
The XRF analysis was carried out for all the samples including
four controls. Quantitative results obtained from the XRF

analyses further confirm the presence of relatively high percent-
age of iron. Along with iron, other elements present were silicon,
chloride and calcium. The net weight and atomic percentages are
summarized in Table 3. Even though the type of elements present
in all the samples was similar, they show some variations in their
weight percentage. This variation in their percentage weight was

Table 5 | Results of EDX-SEM analyses for the ochre sample treated with SD.

Spectrum In stats. Na Mg Si S Cl Ca Fe O Total

1 Yes 1.14 0.81 1.54 0.34 2.19 2.00 68.40 23.59 100.00

2 Yes 1.20 0.78 1.40 0.43 2.18 2.02 68.41 23.58 100.00

3 Yes 1.12 0.84 1.44 0.47 2.14 2.06 68.26 23.67 100.00

4 Yes 1.12 0.85 1.48 0.36 2.23 2.02 68.37 23.57 100.00

Mean 1.14 0.82 1.46 0.40 2.18 2.03 68.36 23.60 100.00

Std. deviation 0.04 0.03 0.06 0.06 0.04 0.02 0.07 0.05

Max. 14.41 1.03 0.37 1.45 37.92 49.43

Min. 12.88 0.77 0.19 1.21 33.79 46.71

FIGURE 8 | (A) Site of observation for the samples from GS treatment (B) Elemental analysis data obtained from spectrum one.
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found to be affected by the length of incubation time for each
sample. However the percentage of iron gradually increases as the
length of incubation time increases. The iron percentage reached
from 67 to 69% for GS and 65 to 84 for SD within the first week
of incubation. As the color of sample inoculated with SD changed
much faster than the sample inoculated with GS, it can be said
that SD is much more effective and efficient in the reduction
process.

MINERALOGICAL ANALYSIS USING SCANNING ELECTRON
MICROSCOPE (SEM)
The GS treated sample was analyzed by EDX in SEM. Four dif-
ferent EDX spectra were recorded and the results are presented in
Table 4. The main elements were iron (35.4%), oxygen (48.4%),
carbon (13.8%), silicon (0.88%), and calcium (1.31%). Four dif-
ferent EDX spectra were also recorded for the sample treated by
SD (Table 5). In addition to Fe, O, Ca, Si, and Cl, the sample also
contained Na, Mg, and S. The presence of sodium could have been
due to the use of sea water in the preparation of nutrient broth for
SD. However the percentage by weight of sodium, Magnesium,

and sulfur is almost negligible as they were just 1.14, 0.82, and
0.04% weight respectively. Moreover the sample reduced by SD
was found to have higher iron percentage (68.36%) than sample
reduced by GS (35.36%). Site of observation for the first spec-
trum of SD & GS and the elements obtained from the spectrum
are presented in Figures 8, 9.

CONCLUSION
The physio-chemical observation showed that iron oxide can
be reduced from ochre by anaerobic bacterial strains namely
GS and SD. The efficiency of the reduction process and the
rate of reduction with increasing incubation period were exam-
ined. The changes in sample color from orange to black
showed that microbial activities have induced the reduction pro-
cess. Reduction residues were analyzed using XRD, XRF, and
SEM. Examination of samples by XRD revealed the presence
of elemental iron and geothite. XRD data also proved that
the peak intensity of geothite, as well as of elemental iron,
increased with the increase in incubation period. Moreover,
the observation of the change in color of the samples showed

FIGURE 9 | (A) Site of observation for the samples from SD treatment (B) Elements obtained from spectrum one.
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that the reduction process is much faster in case of SD in
comparison to GS.
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